Not Seasonally Adjusted

Exhibit 5. U.S. Imports For Consumption of Monitored Steel Products
Quantity in metric tons/value in thousands of dollars. (-) Represents zero or less than one half of measurement shown. Details may not equal totals due to rounding.

2017 2016
February January January February January
Preliminary Preliminary Final Final Final
Commodity
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value
Total Selected Commodities | 1,909,895| 1,371,883| 1,988,239 1,411,605 2,013,156 1,429,334 1,613,784 1,169,402| 1,925,345| 1,317,107
Carbon/Alloy Products
Flat-rolled Products 1,366,022 865,907 1,394,909 885,712 1,417,076 900,785 1,076,153 708,921| 1,400,421 797,618
Flat-rolled -- Slab 554,244 233,091| 415,159 155,646 415,205 155,682 135,029 79,594| 366,467 155,803
Flat-rolled -- Plate 40,245 28,714 51,561 33,642 51,659 33,733 93,394 69,072 87,013 65,754
Flat-rolled -- Hot-Roll 175,264 110,018 248,337 139,854 251,671 142,133 324,260 152,703 481,613 221,639
Flat-rolled -- Cold-Roll 186,135 132,388 187,147 134,395 200,170 142,448 140,217 93,447 136,173 88,781
Flat-rolled -- Coated 330,958 287,447| 419,422 355,322 425,085 359,928 304,533 238,966 274,283 212,379
Flat-rolled -- Tin Mill 79,175 74,250 73,282 66,853 73,287 66,862 78,720 75,139 54,872 53,262
Hot-rolled Bar 125,742 100,623 144,949 113,599 145,385 114,224 139,312 108,625 138,318 113,902
Cold Finished Bar 14,256 19,483 16,982 23,721 16,983 23,743 16,619 21,298 17,960 23,753
Rebar 148,457 71,420 201,367 81,406 201,367 81,406 164,497 54,339 124,461 45,127
Welded Pipe 218,625 188,572 188,476 171,298 190,474 172,739 183,550 162,748 204,467 201,514
Fittings and Flanges 19,599 62,878 23,592 71,833 23,592 71,833 18,555 58,939 22,717 72,328
Stainless Steel Products
Bar 10,238 38,795 11,343 41,204 11,353 41,271 9,945 35,102 10,149 37,330
Rod 3,126 8,688 2,376 6,444 2,661 6,891 1,892 5,072 2,897 8,130
Wire 3,831 15,516 4,246 16,386 4,265 16,442 3,260 14,357 3,955 17,407
January 2017 Year-to-Date | January 2016 Year-to-Date
Final Final
Commodity
Grouping Quantity Value Quantity Value
Total Selected Commodities 2,013,156 1,429,334 1,925,345 1,317,107
Carbon/Alloy Products
Flat-rolled Products 1,417,076 900,785 1,400,421 797,618
Flat-rolled -- Slab 415,205 155,682 366,467 155,803
Flat-rolled -- Plate 51,659 33,733 87,013 65,754
Flat-rolled -- Hot-Roll 251,671 142,133 481,613 221,639
Flat-rolled -- Cold-Roll 200,170 142,448 136,173 88,781
Flat-rolled -- Coated 425,085 359,928 274,283 212,379
Flat-rolled -- Tin Mill 73,287 66,862 54,872 53,262
Hot-rolled Bar 145,385 114,224 138,318 113,902
Cold Finished Bar 16,983 23,743 17,960 23,753
Rebar 201,367 81,406 124,461 45,127
Welded Pipe 190,474 172,739 204,467 201,514
Fittings and Flanges 23,592 71,833 22,717 72,328
Stainless Steel Products
Bar 11,353 41,271 10,149 37,330
Rod 2,661 6,891 2,897 8,130
Wire 4,265 16,442 3,955 17,407

NOTE: Data shown reflect imports of steel products from all countries included in the monitored steel categories, regardless of whether the product or
country is subject to the safeguard measures. See the cover report specifically explaining the current month's preliminary steel imports trade data or

www.census.gov/foreign-trade/Press-Release/steel_index.html.
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